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(57) ABSTRACT

The present invention relates to a primary particle comprised
of a primary matrix material containing a population of
semiconductor nanoparticles, wherein each primary particle
further comprises an additive to enhance the physical,
chemical and/or photo-stability of the semiconductor nano-
particles. A method of preparing such particles is described.
Composite materials and light emitting devices incorporat-
ing such primary particles are also described.
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